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APPRO~~IS: rfJ& \\\(( PRODUCING PlANT CANCELS: J 6003 

1Att~rr 1: J)d-f'. SEATTLE DATE: 8/25/69 

atJI.I.EirN ~- fj .... 
DEsCRIPTION % POUNDS GALLON: 

i -
220 Whiting 49.63 1000 

251 Mica, WMC P SOF 14.89 300 

260. SeriCite, Narvon 19.85 400 

. . 0~. Asbestos 7RF 10 7.44 150 
. . 

166 Hamaco 277 2.48 50 
. . 

330 Polyvinyl AJ.cohol -1.98 40 

164 G~oxal SO% .40 8 

453 Preservative .10 2 

. 245 Thickener .50 10 
. 

' 441 HC Talc 2.48 50 

454 Nopoo PD 1 .25 5 
·.·-. . . TOTAL 100.00 2015 

' .. . .. 
-· 

.- .. 
. . 

-- MANUFACTURING INSTRUCTIONS: . .. . 
. 

See Process BUlletin- J 303. 1. 
2. Mixing tUlle shall be 8 minutes minimum and 12 minutes maxmum. 

QW.LID: CONIRQii: . 
. TM-1 • Visc:~osity, 150 gm cylinder ~. 5 sec 38 - 40 imn . 

T~3 Tape Bond "9. - 10 

TM-6 ~pplication Equal to Standard . 
TM-7 Workability Equal to standard. . 
TM-35 0.25 Boric Acid Test No firm gel after 1 min. 

. 

----- -· -· -·- . - - .. -....-- -- ------------

KG2001501 



····- -· ··-. . . :::::.:: '=f""=====i(. ''=t===c=-~-=:.=- ··---~R:lDUCT !iUIJ(lN ·- BULLETIN NO: J E>o:;;. ---
.... -.· ._,_ 

' 
' I 

' ' • 
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APPROVALS: • ,/J 'ft.f 
SEA:TTLE 

CANCELS: 
DATE: 

. J 6003 
B/25/69 ;J~;--YJ{:Jtp~ii. 

~~~u~~!~~~~~--------~------·~--------------------

PRQDJJCT S Jo~QIFICATIONS: 

Test l'cthod 

TM-1 

TM-lA 

TM-2 

TM-J 

TM-J 

TM-5 

TM-9 

TM-10 

TM-12 

TM-16 

TM-18 

TM-25 

Viscosity 150 gm cylinder @ 5 sec 
200 gm to 170 cc v;ater 

Viscosity (mixing water or 170 cc/ 
200 gm) (Sq T. C., @ 5 R!-Al; Helipnth 
motor on) 

pH (Beckrnen meter) 

Tape Bond @ 70°F, 40-70% RH 
0 

Tape Bond @ 42 F, 50-90% RH 
(after recovery at room temperature) 

Open Time @ 70°F (minutes)· 

.Shrinkage (cup method), maximwn 

Edge Cracking @ ll0°F (normal test) 

Grit - percent total 

Rate or Wetting (seconds) 

Water Resistance( minutes) 

Normal Applicat,ion Consistency, cc 

.)8 - .0:0 mm 

150,000 to .)25,000 C! 

8.0 to 9.2 

9- 10 

8- 9 

15 minimtUn 

.32% 

!lone 

All pAssing 80 mesh 
screen 0. 05% 

JO maximum 

82 - 87 
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